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GOLD IN SOIL
* 1001 - 27000 ppb (27 ppm)
@  251-1000 ppb (1 ppm)
101 - 250 ppb
76 - 100 ppb
51 -75 ppb
26 - 50 ppb
11 - 25 ppb
<=10 ppb

Rock Chip Sample (2019)
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