EENDURANCE GOLD

TSX.V - EDG

RELIANCE PROPERTY

Gold Bridge, B.C.

2020-21 Talus Fines Soil Sampling
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GOLD IN SOIL : 27 ppm Gold
2021 2020
* 1001 - 27000 ppb ;
* - 103’;;‘“’ ' 3.30 ppm Gold
A e (1 ppm) 1.04 ppm Gold
A @ 101-250ppb - e
A © 76-100ppb A -
A O 51-75ppb 2.00 ppm Gold
A @  26-50ppb
A @ 11-25ppb %
A ® <=10 ppb X
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CHANNEL SAMPLES
e 2021 Bedrock Sample
2020 Bedrock Sample 1
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2.05 ppm Gold

Date: Oct. 28, 2021
Topographic contour interval = 25 m




